
Tantalum Solids 
Typical Composition (%) 

 
Ta 99.9 
C 0.005 

Mn <10 ppm 
P <10 ppm 
S <10 ppm 

Cu <10 ppm 
Fe <10 ppm 

 
 

Full analysis available upon request  
  


